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APPLICANT . ATC EnergyTech Corporation Limited

31/F Billion Centre, Tower A, 1 Wang Kwong Road,
Kowloon Bay, Hong Kong

CONTACT PERSON : Mr. Wilson Lai

DATE OF SUBMISSION : November 2, 2011

TEST PERIOD : November 2, 2011 to November 8, 2011
NO. OF WORKING DAYS 5

SAMPLE DESCRIPTION : Brand: ATC, eneMega and MegaCell

Zinc Chloride Batteries: R03, R6, R14, R20, 6FAR13, R1,
R10, 2R10, 6F100, 4R25 & 4R25-2

| SUMMARY OF TEST RESULTS |

TEST REQUESTED PASS FAIL | REMARK
Heavy Metals Content in Batteries and Accumulatod X
Waste Batteries and Accumulators — Portable Bateor
Accumulators Except Button Cells — European Coundi
Directive 2006/66/EC

REMARK
If there are questions or concerns on this reptegse contact: (852) 2331 0330
rohs.enquiry@hk.bureauveritas.com

BUREAU VERITAS HONG KONG LTD.

DR. ALEX HUI
MANAGER, CHEMICAL AND ANALYTICAL SERVICES

RwW

This report is governed by, and incorporates bgregice, the Conditions of Testing as posted atlabe of issuance of
this report at http://cps.bureauveritas.camad is intended for your exclusive use. Any cogyr replication of this
report to or for any other person or entity, or aeur name or trademark, is permitted only with prior written

Bureau Veritas Hong Kong Ltd.

Kowloon Bay Office permission. This report sets forth our findingelyowith respect to the test samples identifietklre The results set
1/F, Pacific Trade Centre, forth in this report are not indicative or represgine of the quality or characteristics of thefimm which a test samg
2 Kai Hing Road, Kowloon Bay, was taken or any similar or identical product usissecifically and expressly noted. Our reporuihes all of the tests

Kowloon, Hong Kong requested by you and the results thereof based tineanformation that you provided to us. You h&@edays from
. . ate of issuance of this report to notify us of exaterial error or omission caused by our negligepcovided,
Telephone: (852) 2331 0330 Fax: (852) 2331 Osgﬁowever‘ that such notice shall be in writing anallsspecifically address the issue you wish tegaiA failure to raise
such issue within the prescribed time shall camstiyour unqualified acceptance of the completeaétss report, the
tests conducted and the correctness of the repotéwnts
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Photo of the Submitted Sample
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TEST RESULT

Heavy Metals Content in Batteries and Accumulatorsand Waste Batteries and Accumulators
— Portable Batteries or Accumulators Except ButtonCells — European Council Directive
2006/66/EC

Parameter Unit Result Maximum Allowable Limit
1
Total Lead (Pb) % wiw <0.001 See comment if 00.9
Total Cadmium (Cd) % w/w < 0.0005 0.002 %
Total Mercury (Hg) | % wiw < 0.0001 0.0005 %
Conclusion - PASS Please see comment for
proper marking of the batter

Test Item 1: Zinc-carbon battery (LR6, AA size,\1)5

Note: % w/w = percentage weight by weight
“<” = |less than

Method: Sample was digested with acid mixture drhtanalyzed by Inductively Coupled
Argon Plasma Spectrometer.

Comment:

1. Marking requirement:
According to 2006/66/EC, all batteries, accumukatand battery packs shall be appropriately
marked with the symbol as below:

Covered area on battery, accumulator or batterl pac

- Cylindrical cells: 1.5 % of surface area (maximbm 5 cm)

- Others: 3 % of surface area of the largest sigex{mum 5 x 5 cm)

- When the size of the battery, accumulator ordpatpack is such that the symbol would be
smaller than 0.5 x 0.5 cm, a symbol at least IcmXhall be printed on the packaging.

Symbols shall be printed visibly, legibly and indét

2. When the sample consists lead exceeding 0.00¢product is to be labeled with heavy metal
content with the requirements as below:

- Mark with the chemical symbol for the metal comszl: Pb

- Print beneath the symbol

- Cover an area of at least ¥ of the size of tinebsy
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APPENDIX — TEST PROCESS

Discharge and weigh the battery

l

Place in a conical flask

l

Acid digestion using hotplate

l

Addition of oxidizing agent and heating
until reaction completed

l

Filter and transfer the solution into 3
volumetric flask

l

Make up the solution with deionized
water

!
Analyzed by ICP-OES / ICP-MS

END
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